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FQ 2&H X==(Size) Unit:mm
Dash s & X = d D t
Number | (Normal Dia.) | 2I=(basic) | JI=(basic) | II=(basic)

001 M6 6.6 12.2 1.6

002 M8 9 17 1.6

003 M10 1 o1 o

004 M12 14 04 0.3

033 M14 16 o8 3.2

005 M16 18 30 3.2

031 M18 20 34 3.2

006 M20 00 37 3.2

032 M22 o4 39 3.2

007 M24 o6 44 4.5

008 M30 33 56 4.5

034 M33 36 60 6

009 M36 39 66 6

010 M42 45 78 7

011 M48 52 92 8

012 M56 62 105 9

013 M64 70 115 9

014 M72 78 125 10

015 M80 86 140 12

016 M90 96 160 12

017 M100 107 175 14

018 M110 117 185 14

019 M125 132 220 16

020 M140 147 240 18
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1. MZ (Material)
1) SS400 ©,KS B 13262 Z2& 7= 14HE 2t=xg A
(88400, in accordance with the hardness standard 14H of KS B 1326)
2) SM45C ©HKS B 13262 2= & 22HE 2UH=EE 2
(SM45C, in accordance with the hardness standard 22H of KS B 1326)
3) STS304 &, KS B 13262 &7 & 14HE 2UH=EE A
(8S400, in accordance with the hardness standard 14H of KS B 1326)
2. HEHH o2, B2 Mzoo H2
(Finish : Zinc coated (Applied to steel))
3. JIEt NI2XI= 2 SXt, 24X, dAIIE S2 KS B 13262 8= EY.
(Dimensions and tolerances not shown shall be in accordance with KS B 1326)
4., BHZ2 RSS2 DashSE HZAGHH ArEZStCt.
(Part number : The RS part number consists of the RS number, plus the dash number
added designators)

EEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEER
5. & =& (Material designator)
ZH Y 2T 22 HAl TH& AHE Ol
(Steel & strength grade) (Expression) (Material) (Example)
Steel 4.8 2 HAl(None) | SS400 RS60101-001
6.8 H SM45C RS60101-001H
8.8 J SCM435 RS60101-001J
9.8 T SCM435 RS60101-001T
10.9 X SCM440 RS60101-001X
Stainless Steel S STS304 RS60101-001S
6. EHX2l (Finish designator)
1) &%
=l HA AHE Ol
(Species) (Expression) (Example)
OtHAE S (Zinc coated) B RS60101-001B
1 AAH (Phosphate Coating) P RS60101-001P
Ct3Z (Dacrotized) D RS60101-001D
AZMH0IE - 228 Qg
) C RS60101-001TC
(Chromate — Olive Green)

EEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEEER
2) OtAEZ Q& HMel & =4 FHE HAHE A

(Remove the hydrogen embrittlement after finishing)
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7. 2 7323 (Related Standard)

KSB 1326 & 2A (Plain washers)
KS D 8304 &II0FHEZ2 (Electroplated coatings of zinc on iron or steel)
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